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Company Name
shown on Report

Hoo Hb
Address

DE QING COUNTY HUAN LING TAPE CO., LTD

WL AR P T 487 B o B P A K 3875
NO. 387, XIJIAO ROAD, QIANYUAN TOWN, DEQING COUNTY, HUZHOU CITY,
ZHEJIANG
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The following sample(s) and sample information was/were submitted and identified by/on the behalf of

the applicant
ERELR S
Sample Name
RS
Model No.

e i F 0

Sample Received Date
BRI H 3
Testing Period

R ER

Test Requested

KB AE /AR

Test Method/Test Result(s)

EE 7

Timing belt
HTD8M520
HTD8M520
2025.03.19

Mar. 19, 2025
2025.03.19-2025.03.24
Mar. 19, 2025 to Mar. 24, 2025 e

N U . - s X
MRaZe R, X PR ACAE A  BHT (Pb), 8 (Cd), R (He), A (Cr(VD), 2\ Kbk
IRHKA (PBBs), IR Mk (PBDEs), <R —HIZNE (DBP, BBP, DEHP, DIBP)EAT I\ rspeciordT
e
As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).

HZWT .
Please refer to the following page(s).

: H M
\éP i& Date 2025.03.24

IR
S &% F N Lab Authorized Signatory No. R465021786
TR X ERRT6S XREHE— =
onal (Ningbo) Co.,Ltd. 1-2F, Eastern Factory, No.76, Jinghua Road, High-Tech Zone, Ningbo, Zhejiang, China
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%lﬁf& Conclusion

TR B iR/ S g

Tested Sample According to standard/directive Result

PR RR B RoHS 5 4-2011/65/EU K HABT #5 4 (EU) B

Submitted Sample 2015/863
RoHS Directive 2011/65/EU with amendment PASS
(EU) 2015/863
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T 22K 45 5 K RoHS 48 4-2011/65/EU S HAZ T #54- (EU) 2015/863% R IXJBRAH -
PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment (EU)
2015/863.
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ﬁﬁ)—lﬂﬁfﬁ% Test Method
o s TR
T Mk 7 v M 2
Measured
Test Item(s) Test Method Equipment(s)
B IEC 62321-5:2013 ICP-O0ES
Lead (Pb)
i IEC 62321-5:2013 I1CP-OES
Cadmium (Cd)
K IEC 62321-4:2013+AMDI1:2017 CSV ICP-OES
Mercury (Hg)
IS TEC 62321-7-2:2017F1/8%1EC 62321-5:2013MX| UV-Vis/ICP-OES
Hexavalent Chromium (Cr(VT)) METE

TIEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

Phthalates (DBP, BBP, DEHP, DIBP)

ZREEK IEC 62321-12:2023 GC-MS
Polybrominated Biphenyls (PBBs)
EQ b1 IEC 62321-12:2023 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
AR — H IR IEC 62321-12:2023 GC-MS
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6 25 5 Test Result(s)
PRI H Tested Item(s) ZiR Result TR IR [
001 MDL Limit
B Lead (Pb) 10 mg/kg 2 mg/kg 1000 mg/kg
#% Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg
7K Mercury (Hg) N.D. 2 mg/kg 1000 mg/kg
7NPTE% Hexavalent Chromium (Cr(VI)) N.D. 8 mg/kg 1000 mg/kg
VIR H Tested Item(s) 4R Result FVER H BR FRAE
001 MDL Limit
EALNSIS Polybrominated Biphenyls (PBBs)
—RBEIR Monobromobiphenyl N.D. 25 mg/kg
TVREXZE Dibromobiphenyl N.D. 25 mg/kg -
—REEZR Tribromobiphenyl ND. 25 mg/kg f |
VUYREXA Tetrabromobiphenyl N.D. 25 mg/kg '41/
TR Pentabromobiphenyl N.D. 25 mg/kg 1000 mg/kg
INVREXZE Hexabromobiphenyl N.D. 25 mg/kg
LIREEZE Heptabromobiphenyl N.D. 25 mg/kg ]
JUREEZR Octabromobiphenyl N.D. 25 mg/kg ani
RN Nonabromobiphenyl N.D. 25 mg/kg -
+VRELZE Decabromobiphenyl N.D. 25 mg/kg
WA H Tested Item(s) ZiR Result TR IR [RE
001 MDL Limit
£ J] — 5B Polybrominated Diphenyl Ethers (PBDEs)
— VR —ZKfF Monobromodiphenyl ether N.D. 25 mg/kg
TR KT Dibromodiphenyl ether N.D. 25 mg/kg
IR R Tribromodiphenyl ether N.D. 25 mg/kg
VU R — 2 Tetrabromodiphenyl ether N.D. 25 mg/kg
FVR 7KW Pentabromodiphenyl ether N.D. 25 mg/kg 1000 mg/kg
75VR 2K EF Hexabromodiphenyl ether N.D. 25 mg/kg
LR KTk Heptabromodiphenyl ether N.D. 25 mg/kg
IR 2 Tk Octabromodiphenyl ether N.D. 25 mg/kg
JUIR 7K Nonabromodiphenyl ether N.D. 25 mg/kg
+ R KW Decabromodiphenyl ether N.D. 25 mg/kg
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6 25 5 Test Result(s)

SENT Y, g;l: Y A

WAIF H Tested Item(s) iR Result TR H R BR1E
001 MDL Limit

4B% — FH R TiE Phthalates (DBP, BBP, DEHP, DIBP)

2K —H R — T li§ Dibutyl phthalate N.D. 50 mg/kg 1000 mg/kg

(DBP)

CAS#:84-74-2

SRR ZHR T HERFEEE Butyl benzyl N.D. 50 mg/kg 1000 mg/kg

phthalate (BBP)

CAS#:85-68-7

AR _HIR = (2-23) Ofs Di- N.D. 50 mg/kg 1000 mg/kg

(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

B2 —HIER — 5 T8 Diisobutyl phthalate N.D. 50 mg/kg 1000 mg/kg
(DIBP)
CAS#:84-69-5
e /B R Sample/Part Description

FFg  CTIFEMID Efiba

No. CTI Sample ID Description

1 001 BEBIR
Black rubber

#ZVE: PTG, 8, RZERCHEBETE.

N.D. = R ChTI5ER HR)
-mg/kg =ppm=H I 7L —
-1000 mg/kg =0.1%
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
-1000 mg/kg = 0.1%

Hotline:400-6788-333  www.cti-cert.com  E-mail:info(
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ﬁﬂ)—!ﬂﬁﬁ Test Process
1. #(Pb), #(Cd), % (Cr)

Lead (Pb), Cadmium (Cd), Chromium (Cr)

a3 5

Test Report
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FrREFEA T 53RN
Weigh sample and place it
in a vessel

IR fil )

::> Add digestion reagent

HEREE S

Digest the sample

FA AR Al 8. R .

i 7 i b ER B 25
L Dry Ashing/ .
ICP-OES CETS
H e HETK E T Alkali Fusion/ Residue it
: <:| Make up with Acid Dissolution <:
Analyzed by .. Filtration
ICP-OES delonized water .
B
Solution
2. 7 (Hg)
Mercury (Hg)
o RHLRRL 28 I . LT
c1gh sample and place I — Add digestion reagent Digest the sample
in a vessel
FHE A /W2 2 T
VEaL B kit
H ICP-pES B T KER Alkali Fusion/ Residue .
ST <:| Make up with Acid Dissolution itiE
Analyzed by .. Filtration
ICP-OES deionized water I
T
Solution

3. A (Cr (VD))

Hexavalent Chromium (Cr(VI))

PR ST AN
Weigh sample and place it
in a vessel

I i 7

Add digestion reagent

of the solution

I E R VA RE VA pHL A
Add test solution K——  Adjust the pH value
of the solution
1
i 8 O pHI A B TkER
Adjust the pH value  — Malce up with

deionized water

Hotline:400-6788-333

ww.cti-cert.com

E-mail:info@cti-cert.com
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Digest the sample

11

wH, g
Cool and filter

F UV-vis 73T
Analyzed by UV-Vis

Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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4. ZWEIK (PBBs), % —ZKRk (PBDEs)

Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

PRERER TEE FAT L IR L HR AR E R RN
Weigh sample and place ) Extracted with —>  Transfer the extract into a
it in a thimble organic solvent volumetric flask

g

Tl GC-MS 43t F A DL E 2
e
Analyzed by GC-MS Make up with organic solvent

5. ARZ — HESES (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)

FREF T EE A L 2R RS G B A A
Weigh sample and place Extracted with —>  Transfer the extract into a
it in a thimble organic solvent volumetric flask

g

i GC-MS 43 #7 HA B E 2
e
Analyzed by GC-MS Make up with organic solvent

—————
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Photo(s) of the sample(s)
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f'é HH Statement:

1 AR & A NS, B B SR s I 44 T 0 AL
This report is considered invalid without approved signature, special seal and the seal on the perforation;
2. AR AT LIRS MIE B AR B A EE R A, W N RS T, CTIR SR s
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified;
- AR LI 25 SR AN SR A7 T
The result(s) shown in this report refer(s) only to the sample(s) tested;
4. BRAERSA Y, S HILAC-G8:09/2019 / CNAS-GLO15:2022 FH fif BL482 52 (w=0) — 7 4 5 M U] b A7 48 25 1 5
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

W

5. RECTIHSHFR, A0 ZHl AR S
Without written approval of CT]I, this report can’t be reproduced except in full;
6. WA G SCA B SN R A ER, Blh O,

In case of any discrepancy between the English version and Chinese version of the testing reports (if generated), the
Chinese version shall prevail.

***f&%glﬂiﬂ{***

*** End of report ***
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